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HARDWOOD FLOORING LIQUIDATORS INC .

2250 YATES AVE CITY OF COMMERCE LOS ANGELES CALIFORNIA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : LAMINATE FLOORING .

SGS Job No. : SP16-015419 - SH .

Lot No. :. RENDI20160420.

Client Ref. Information : . 1215X145X12.3MM;REGA220-L1;Golden Apple ；Platinum Series Collection .

Date of Sample Received : . 04 May 2016.

Testing Period : . 04 May 2016 - 17 May 2016 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Marry Ma.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA16-090945.001 Brown paper board with brown wood with black plastic board .

Remarks :.

(1) 1 mg/kg = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Formaldehyde Emission.

Test Method : . With reference to ASTM D6007-2014, analysis was performed by UV-Vis. .

Test Item(s). Unit. MDL.

ppm.

001.

0.01 0.02Formaldehyde Emission .

Notes :.

(1) ppm = parts of formaldehyde per million parts air

(2) The test result is only for reference .



Test Report. No. SHAEC1609094501  Date: 18 May 2016 . Page 3 of 3.

Sample photo: .

SHAEC1609094501

SHA16-090945.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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